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LAL Glass

FPL, FPM, PHM

dn/dT : -1.2

S-LAL20

S-LAL20 has negative dn/dT in low dispersion region
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Optical glasses have unique θC.t
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θC.t : 0.7593

S-LAL20

θC.t :0.7740
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S-LAL20 θC.t  in near-infrared region
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